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407.02.1 Bituminous Material 
Furnish bituminous material meeting Section 702 requirements for the type and grade 

specified. 
The Project Manager may change or substitute the type and grade of bituminous material to 

be used under Subsection 402.03.7. 
A one step change in grade will not change the contract unit price. 
The Contractor may substitute CSS-1, CSS-1h, or SS-1h emulsified asphalt for SS-1 

emulsified asphalt for tack coat. 
 


